FlieBgrenze Bruchfestigkeit
[N/mm?] [N/mm?]

Baustahl

UPE 200 293 443
UPE 220 286 417
Fl. (Charge A) t=10mm 313 460
Fl. (Charge B) t=10mm 302 449
Fl. t=15mm 272 392
Bewehrungsstahl

Stab @10 594 684
Stab @14 558 643






